Comparative Effective Temperatures During Dilution
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Metal Corrosion Tendency

De-lcing Fluid PNS
Relative Corrosion Rate

Distilled Water 6

ProMelt Ultra
2000 Inhibited . 262

Magnesium Chloride 80
Rock Salt (NaCl) 100

Calcium Chloride30% 121

Disclaimer: Application ratesare just guidelines. The guidelines
presented are made without guarantee, warranty or responsibility
ofanykind onour part.
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Typical Product Application Rates

ProMelt Ultra 2000 inhibited is specifically designed
for pre-wetting of solids. Typical liquid application
guidelinesare:

Salt Stock Pile Treatment
Apply 6-10 gallons pershort ton of salt. The moisture
content of the salt will determine the amount of liquid

toapply.

Sand Stock Pile Treatment

Apply 4-6 gallons per shortton of sand or sand salt
mix. The moisture content and type of the sand will
determine the ameunt of liquid to apply.
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