Adlrondack Env1r0nmental Serv1ces Inc Date: 31-May 23

CLIENT Apalachee Salt Chent Sample lD Blue Treated
Work Order: 230517044 Collection Date: 5/17/2023 9:40:00 AM
Reference: Salt Samples / Salt Samples Lab Sample ID: 230517044-003
PO#: Matrix: SOLID
Analyses Result RL Qual Units DF Date Analyzed
ICP METALS-EPA 6010C Analyst: WB
( Prep: SW3050B - 5/18/2023 )
Arsenic ND 0.250 ug/g 1 5/18/2023 9:17:04 PM
Barium ND 0.500 Ho/g 1 5/18/2023 9:17:04 PM
Cadmium ND 0.250 Hg/g 1 5/18/2023 9:17:04 PM
Chromium ND 0.250 ua/g 1 5/18/2023 9:17:04 PM
Copper 4.77 0.250 ua/g 1 5/18/2023 9:17:04 PM
Lead ND 0.250 uo/g 1 5/18/2023 9:17:04 PM
Magnesium 888 25.0 ug/g 1 5/18/2023 9:17:04 PM
Selenium ND 0.500 ug/g 1 5/18/2023 9:17:04 PM
Sodium 33600 2500 Hg/g 100 5/19/2023 5:45:48 PM
Zinc 2.74 0.500 Ha/g 1 5/18/2023 9:17:04 PM
MERCURY - SW 7471B Analyst: AF
( Prep: SW7471B - 5/23/2023 )
Mercury ND 0.020 Ho/g 1 5/23/2023 11:23:37 AM
CYANIDE, TOTAL - SW 9012B Analyst: KB
( Prep: 9010C - 5/26/2023 )
Cyanide 3.62 0.25 ug/g 1 5/30/2023 3:16:36 PM
PH- SW9045D- NOT CERTIFIABLE PARAMETER Analyst: CP
pH 7.5 1.0 pH Units@22C 1 5/23/2023 11:45:00 AM
TOTAL PHOSPHATE AS P- SM 4500 P F-2011 Analyst: PL
( Prep: SM 4500 P B(5) - 5/31/2023 )
Phosphorus, Total (as P) 3.2 1.0 ua/g 1 5/31/2023 2:28:10 PM
TOTAL SOLIDS - ASTM D2216 (NOT ELAP CERTIFIED) Analyst: DG
Solids, Total 98.3 0.5 % 1 5/23/2023
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